
PM-42 

• The product is made of water-based painted yellow pine/ spruce material. 

• The wooden material is subjected to preservation with a solution with a substance of 

Tanalith-e, which does not contain chromium, copper, arsenic, which does not affect 

human health. 

• The picnic table consists of 2 or 4 benches and 1 table. 

• There are back-to-back models of Sofa benches available. 

• The sharp corners and edges of the wooden elements are rounded to avoid accidents. 

• In addition, all wooden materials are planed and sanded, the filler varnish is applied, 

sanded again and painted. 

• Stainless wood screw was used in wooden parts as a connecting element. 

• The metal legs and bench boards will be connected to each other with galvanized bolts. 

• These Carrier feet are manufactured as metal or wooden feet 

• The metal legs are manufactured as casting, metal pipe, laser cut pipe. 

• In order to remove the oil and rust on the metal and make it ready for painting, after the 

work on the metal parts is completed, it is carried out to the firing process. 

• In addition, the metal parts washed with phosphate in the phosphating boiler are rinsed 

with clear water, then left to rest for 10-15 minutes and then the surface of the metal is 

cleaned. 

• After the baking process, the components are coated with electrostatic powder paint and 

the painting process is completed by baking at 180-200 degrees. 

 

 

 

 

 



 

 


